AWTA ProbUCT TESTING

Australian Wool Testing Authority Ltd - trading as AWTA Product Testing
A.B.N. 43 006 014 106
1st Floor, 191 Racecourse Road, Flemington, Victoria 3031
PO. Box 240, North Melbourne, Victoria 3051
Phone (03) 9371 2400 Fax (03) 9371 2499

TEST REPORT

%4 1- CLIENT . # - THE BRICOS GROUE | IR ' TEST NUMBER ': 7-584303-CQ
I3 - PO BOX 500 .. .~ 313 ' Lo -5 - TPSSURL DATE® § +5 0570422012 " »on g
SELLTL Ui L0 C YANDINAL QLD 4561 - 3 ; PRINT DATE® : 05/04/2012  °
3 | 31

SAMPLE DESCRIPTION Cllents-Ref "RR 3000 Series White RR10"
White woven coated fabric
Nom: 25% Polyester{ 75%. PVC

R Weight: 410g/m2
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@ Australian Woal Testing Authority Ltd A This Laboratory is accredited by the National Association of Testing Authorities, Australia, for:
Copyright - All Rights Reserved NATA - Chemical Testing of Textiles & Related Products ; Accreditation Mo, 983
- Mechanical Testing of Textiles & Related Products : Accreditation No, 985
- Heat & Temperature Measurement : Accreditation No. 1356
This document is issued in accordance with NATA's accreditation requirements. Samples, and their
identifying descriptions have been provided by the client unless otherwise stated. AWTA Ltd makes no
warranty, implied or otherwise, as to the source of the tested samples. The above test results relate only to the
sample or samples tested. This document shall not be reproduced axcept in full and shall be rendered void if
amended or altered. This document, the names AWTA Product Testing and AWTA Lid may be used in
advertising providing the content and format of the advertisement have been approved in advance by the
Managing Director of AWTA Ltd.
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